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Maintenance 
 
Roofs covered by fibre-cement sheets ESAL require almost no maintenance. Nevertheless, it is advisable to 
check them at regular intervals. Check especially waterproofing of connection details such as around 
chimneys, vent pipes, etc. The roof gutters need to be cleaned out regularly. 
 
 

Pollution 
 
Weather and environment conditions may create pollution on the roof surface. Such pollution should not affect 
the tightness and durability of the roofing material. Pollution must not be confused with natural ageing process. 
 
 

Cleaning 
 
Dirt, sediments or overgrowth with algae and moss can be removed. The most appropriate method of cleaning 
is to be chosen according to the age and condition of the roofing products. Maintenance experts are to 
determine the appropriate cleaning method. In case of cleaning with water high pressure should be applied 
with 40 – 80 bars. 
 
 

Safety 
 
For all checks and maintenance work on the roof the safety regulations are to be complied with. 
 


